ARKANSAS DEPARTMENT OF TRANSPORTATION

oor

. ARKANSAS DEPARTMENT
OF TRANSPORTATION

SUBSURFACE INVESTIGATION

STATE JOB NO. 012362

FEDERAL AID PROJECT NO. NHFP-0403(141)

CONWAY —NORTH LITTLE ROCK (S)

STATE HIGHWAY 1-40 SECTION 32 & 33

IN FAULKNER COUNTY

The information contained herein was obtained by the Department for design and estimating
purposes only. It is being furnished with the express understanding that said information does not
constitute a part of the Proposal or Contract and represents only the best knowledge of the
Department as to the location, character and depth of the materials encountered. The information
is only included and made available so that bidders may have access to subsurface information
obtained by the Department and is not intended to be a substitute for personal investigation,
interpretation and judgment of the bidder. The bidder should be cognizant of the possibility that
conditions affecting the cost and/or quantities of work to be performed may differ from those
indicated herein.


















ARKANSAS STATE HIGHWAY AND TRANSPORTATION DEPARTMENT - LITTLE ROCK, ARKANSAS
MATERIALS DIVISION
JONATHAN A. ANNABLE, MATERIALS ENGINEER
*** SOIL SURVEY / PAVEMENT SOUNDING TEST REPORT ***

DATE - 10/06/21 SEQUENCE NO. - 34
JOB NUMBER - 012362A MATERIAL CODE - PSO
FEDERAL AID NO.- TO BE ASSIGNED SPEC. YEAR - 2014
PURPOSE - SOIL SURVEY SAMPLE SUPPLIER ID. - 1
SPEC. REMARKS - NO SPECIFICATION CHECK COUNTY/STATE - 76
SUPPLIER NAME - COUNTIES DISTRICT NO. - XX
NAME OF PROJECT - CONWAY-NORTH LITTLE ROCK (S)
PROJECT ENGINEER - NOT APPLICABLE
PIT/QUARRY - ARKANSAS
LOCATION - MULTIPLE COUNTIES DATE SAMPLED - 10/05/21
SAMPLED BY - THORNTON/BROWN/FAULKNER DATE RECEIVED - 10/05/21
SAMPLE FROM - TEST HOLE DATE TESTED -
MATERIAL DESC. - PAVEMENT SOUNDINGS ONLY
LAB NUMBER = 90919539 - 20212540 - 20212541
SAMPLE ID - = -
TEST STATUS - INFORMATION ONLY - INFORMATION ONLY - INFORMATION ONLY
STATION - 142.890 - 142.890 = 143.000
LOCATION - OL EB - 0S EB - OL WB
DEPTH IN FEET - _ _
MAT'L COLOR - - _
MAT'L TYPE - - _
LATITUDE DEG-MIN-SEC - 34 52 46.50 - 34 52 46.50 - 34 52 41.30
LONGITUDE DEG-MIN-SEC - 92 22 26.60 92 22 26.60 92 22 18.30
% PASSING 2 IN. - - -
1 1/2 IN. - = =
3/4 IN. - - -
3/8 IN. - - -
NO. 4 - ~ _
NO. 10 - _ _
NO. 40 - _ _
NO. 80 - - ~
NO. 200 -

LIQUID LIMIT - - -
PLASTICITY INDEX = - -
AASHTO SOIL = -
UNIFIED SOIL -
% MOISTURE CONTENT —

ACHMSC (IN) - 3.0 - 3.5W = 5.0W

ACHMBC (IN) — 5.5W - 4.25 - 6.0

ACHMSC (IN) ~ ——— - 2., 25 - ——

PCCP (IN) 9.5 - -——= _ 4.5
REMARKS - W=MULTIPLE LAYERS, X=STRIPPED

AASHTO TESTS : T24 T88 T89 T90 T265



ARKANSAS STATE HIGHWAY AND TRANSPORTATION DEPARTMENT - LITTLE ROCK, ARKANSAS
MATERIALS DIVISION
JONATHAN A. ANNABLE, MATERIALS ENGINEER
*** SOIL SURVEY / PAVEMENT SOUNDING TEST REPORT ***

DATE - 10/06/21 SEQUENCE NO. - 35
JOB NUMBER - 012362A MATERIAL CODE - PSO
FEDERAL AID NO.- TO BE ASSIGNED SPEC. YEAR - 2014
PURPOSE - SOIL SURVEY SAMPLE SUPPLIER ID. - 1
SPEC. REMARKS - NO SPECIFICATION CHECK COUNTY/STATE - 76
SUPPLIER NAME - COUNTIES DISTRICT NO. - XX
NAME OF PROJECT - CONWAY-NORTH LITTLE ROCK (S)
PROJECT ENGINEER - NOT APPLICABLE
PIT/QUARRY - ARKANSAS
LOCATION - MULTIPLE COUNTIES DATE SAMPLED - 10/05/21
SAMPLED BY - THORNTON/BROWN/FAULKNER DATE RECEIVED - 10/05/21
SAMPLE FROM - TEST HOLE DATE TESTED -
MATERIAL DESC. - PAVEMENT SOUNDINGS ONLY
LAB NUMBER -  P6918542 - 20212543 - 20212544
SAMPLE ID - = =
TEST STATUS - INFORMATION ONLY - INFORMATION ONLY - INFORMATION ONLY
STATION - 143.225 - 143.570 - 143.762
LOCATION - OL EB - OL WB - OL EB
DEPTH IN FEET - _ ~
MAT'L COLOR - _ —
MAT'L TYPE - _ _
LATITUDE DEG-MIN-SEC - 34 52 31.20 = 34 52 16.20 - 34 52  9.60
LONGITUDE DEG-MIN-SEC - 92 22 13.90 92 21 59.10 92 21 52.80
% PASSING 2 IN. - -~ -
1 1/2 IN. - = =
3/4 IN. - - -
3/8 IN. - - -
NO. 4 - _ -
NO. 10 - _ _
NO. 40 - _ _
NO. 80 - - =
NO. 200 -

LIQUID LIMIT - - =
PLASTICITY INDEX = = -
AASHTO SOIL - -
UNIFIED SOIL -

% MOISTURE CONTENT -

ACHMSC (IN) - 3.75W = 4.5 = 3.0W

ACHMBC (IN) ~ 3.5 - 4.5 - 6.0W

PCCP (IN) ~ 3 w28 - 6.0 B -
REMARKS - W=MULTIPLE LAYERS, X=STRIPPED

AASHTO TESTS : T24 T88 T89 T90 T265



ARKANSAS STATE HIGHWAY AND TRANSPORTATION DEPARTMENT - LITTLE ROCK, ARKANSAS
MATERIALS DIVISION
JONATHAN A. ANNABLE, MATERIALS ENGINEER
*** SOIL SURVEY / PAVEMENT SOUNDING TEST REPORT ***

DATE - 10/06/21 SEQUENCE NO. - 36
JOB NUMBER - 012362A MATERIAL CODE - PSO
FEDERAL AID NO.- TO BE ASSIGNED SPEC. YEAR - 2014
PURPOSE - SOIL SURVEY SAMPLE SUPPLIER ID. - 1
SPEC. REMARKS - NO SPECIFICATION CHECK COUNTY/STATE - 76
SUPPLIER NAME - COUNTIES DISTRICT NO. - XX
NAME OF PROJECT - CONWAY-NORTH LITTLE ROCK (S)
PROJECT ENGINEER - NOT APPLICABLE
PIT/QUARRY - ARKANSAS
LOCATION - MULTIPLE COUNTIES DATE SAMPLED - 10/05/21
SAMPLED BY - THORNTON/BROWN/FAULKNER DATE RECEIVED - 10/05/21
SAMPLE FROM - TEST HOLE DATE TESTED -
MATERIAL DESC. - PAVEMENT SOUNDINGS ONLY
LAB NUMBER - 20212545 - 20212546 - 20212547
SAMPLE ID - - -
TEST STATUS - INFORMATION ONLY - INFORMATION ONLY - INFORMATION ONLY
STATION - 144.000 = 144.000 - 144.195
LOCATION - OL WB T 0S WB - OL EB
DEPTH IN FEET = ~ _
MAT'L COLOR - _ _
MAT'L TYPE - _ _
LATITUDE DEG-MIN-SEC - 34 52 1.70 - 34 52 1.70 - 34 51 55.20
LONGITUDE DEG-MIN-SEC - 92 21 38.40 92 21 38.40 92 21 31.90
% PASSING 2 IN. - - -
1 1/2 IN. - = =
3/4 IN. - - -
3/8 IN. - - B
NO. 4 - - -
NO. 10 - _ —
NO. 40 - _ _
NO. 80 - - -
NO. 200 -

LIQUID LIMIT = - -
PLASTICITY INDEX = = -
AASHTO SOIL - - B
UNIFIED SOIL - -

% MOISTURE CONTENT -

ACHMSC (IN) - 4.5 - 4.0 - B.D

ACHMBC (IN) - 5.0 - 4.0 - 4.0

ACHMSC (IN) ~ - 1.75 -

peCe (IN) _ 4.5 e 3 6.0
REMARKS - W=MULTIPLE LAYERS, X=STRIPPED

AASHTO TESTS : T24 T88 T89 T90 T265



ARKANSAS STATE HIGHWAY AND TRANSPORTATION DEPARTMENT - LITTLE ROCK, ARKANSAS
MATERIALS DIVISION
JONATHAN A. ANNABLE, MATERIALS ENGINEER
*** SOIL SURVEY / PAVEMENT SOUNDING TEST REPORT ***

DATE - 10/06/21 SEQUENCE NO. - 37
JOB NUMBER - 012362A MATERIAL CODE - PSO
FEDERAL AID NO.- TO BE ASSIGNED SPEC. YEAR - 2014
PURPOSE - SOIL SURVEY SAMPLE SUPPLIER ID. - 1
SPEC. REMARKS - NO SPECIFICATION CHECK COUNTY/STATE - 76
SUPPLIER NAME - COUNTIES DISTRICT NO. - XX
NAME OF PROJECT - CONWAY-NORTH LITTLE ROCK (S)
PROJECT ENGINEER - NOT APPLICABLE
PIT/QUARRY - ARKANSAS
LOCATION - MULTIPLE COUNTIES DATE SAMPLED - 10/05/21
SAMPLED BY - THORNTON/BROWN/FAULKNER DATE RECEIVED - 10/05/21
SAMPLE FROM - TEST HOLE DATE TESTED -
MATERIAL DESC. - PAVEMENT SOUNDINGS ONLY
LAB NUMBER - 20212548 = 20212549 - 20212550
SAMPLE ID - - -
TEST STATUS - INFORMATION ONLY - INFORMATION ONLY - INFORMATION ONLY
STATION - 144.195 — 144.485 - 144.625
LOCATION - 0S EB - OL EB - OL WB
DEPTH IN FEET - - ~
MAT'L COLOR - _ _
MAT'L TYPE - - -
LATITUDE DEG-MIN-SEC - 34 51 55.20 - 34 51 45.50 - 34 51 45.10
LONGITUDE DEG-MIN-SEC - 92 21 31.90 92 21 17.80 92 21 13.70
% PASSING 2 IN. - - -
1 1/2 IN. - - -
3/4 IN. - - -
3/8 IN. - - -
NO. 4 - ~ _
NO. 10 - N -
NO. 40 - - _
NO. 80 - = =
NO. 200 -

LIQUID LIMIT - = -
PLASTICITY INDEX = - -
AASHTO SOIL = - -
UNIFIED SOIL - -

% MOISTURE CONTENT =

ACHMSC (IN) - 3.25 - 3.5 = 4.5

ACHMBC (IN) ~ 3.25 — 5.5W - 11.5

ACHMSC (IN) ~ 2.5 - ——- - -—-

PCCP (IN) _ -- _ 3.0 - i
REMARKS - W=MULTIPLE LAYERS, X=STRIPPED

AASHTO TESTS : T24 T88 T89 T90 T265



ARKANSAS STATE HIGHWAY AND TRANSPORTATION DEPARTMENT - LITTLE ROCK, ARKANSAS
MATERIALS DIVISION
JONATHAN A. ANNABLE, MATERIALS ENGINEER
*** SOIL SURVEY / PAVEMENT SOUNDING TEST REPORT ***

DATE - 10/06/21 SEQUENCE NO. - 38
JOB NUMBER - 012362A MATERIAL CODE - PSO
FEDERAL AID NO.- TO BE ASSIGNED SPEC. YEAR - 2014
PURPOSE - SOIL SURVEY SAMPLE SUPPLIER 1ID. - 1
SPEC. REMARKS - NO SPECIFICATION CHECK COUNTY/STATE - 76
SUPPLIER NAME - COUNTIES DISTRICT NO. - XX
NAME OF PROJECT - CONWAY-NORTH LITTLE ROCK (S)
PROJECT ENGINEER - NOT APPLICABLE
PIT/QUARRY - ARKANSAS
LOCATION - MULTIPLE COUNTIES DATE SAMPLED - 10/05/21
SAMPLED BY - THORNTON/BROWN/FAULKNER DATE RECEIVED - 10/05/21
SAMPLE FROM - TEST HOLE DATE TESTED -
MATERIAL DESC. - PAVEMENT SOUNDINGS ONLY
LAB NUMBER - 20212551 - 20212552 - 20212553
SAMPLE ID - = -
TEST STATUS - INFORMATION ONLY - INFORMATION ONLY - INFORMATION ONLY
STATION - 145.060 - 145.107 - 145.415
LOCATION - OL WB ~ OL EB - OL WB
DEPTH IN FEET - ~ _
MAT'L COLOR - _ -
MAT'L TYPE - - -
LATITUDE DEG-MIN-SEC - 34 51 25.00 - 34 51 15.70 - 34 51  6.40
LONGITUDE DEG-MIN-SEC - 92 21 2.00 92 21  4.20 92 20 59.90
% PASSING % IN. - - -
1 1/2 IN. - = =
3/4 IN. - - -
3/8 IN. - - -
NO. 4 - _ _
NO. 10 - _ _
NO. 40 - - _
NO. 80 - - -
NO. 200 -

LIQUID LIMIT = - -
PLASTICITY INDEX - = -
AASHTO SOIL - -
UNIFIED SOIL -

% MOISTURE CONTENT -

ACHMSC (IN) - 4.0 - 3.5 - 2.75

ACHMBC (IN) - 14.0 - 6.0W - 4.5

PCCP (IN) ~ -—- - 4.0 - 9.0
REMARKS - W=MULTIPLE LAYERS, X=STRIPPED

AASHTO TESTS : T24 T88 T89 T90 T265



ARKANSAS STATE HIGHWAY AND TRANSPORTATION DEPARTMENT - LITTLE ROCK, ARKANSAS

DATE =
JOB NUMBER =
FEDERAL AID NO.
PURPOSE -
SPEC. REMARKS

SUPPLIER NAME

NAME OF PROJECT
PROJECT ENGINEER

MATERIALS DIVISION

JONATHAN A. ANNABLE, MATERIALS ENGINEER
*** SOIL SURVEY / PAVEMENT SOUNDING TEST REPORT ***

10/06/21

012362A

TO BE ASSIGNED

SOIL SURVEY SAMPLE

NO SPECIFICATION CHECK
COUNTIES
CONWAY-NORTH LITTLE ROCK
NOT APPLICABLE

PIT/QUARRY - ARKANSAS
LOCATION - MULTIPLE COUNTIES
SAMPLED BY - THORNTON/BROWN/FAULKNER
SAMPLE FROM - TEST HOLE
MATERIAL DESC. - PAVEMENT SOUNDINGS ONLY
LAB NUMBER - 90212554
SAMPLE ID -
TEST STATUS - INFORMATION ONLY
STATION - 145.415
LOCATION - 0SS WB

DEPTH IN FEET

MAT'L COLOR
MAT'L TYPE

LATITUDE DEG-MIN-SEC
LONGITUDE DEG-MIN-SEC

% PASSING 2 IN. -

1 1/2 IN. -

3/4 IN. -

3/8 IN. -

NO. 4 -

NO. 10 -

NO. 40 -

NO. 80 -

NO. 200 -

LIQUID LIMIT -

PLASTICITY INDEX -

AASHTO SOIL -

UNIFIED SOIL -

% MOISTURE CONTENT -

ACHMSC (IN) -

ACHMBC (IN) —

ACHMSC (IN) ~

PCCP (IN) ~
REMARKS -

AASHTO TESTS :

34 51 6.40
92 20 59.90

N B W
o o O

W=MULTIPLE LAYERS, X=STRIPPED

T24 T88 T89 T90 T265

(S)

20212555

INFORMATION ONLY

SEQUENCE NO. - 39
MATERIAL CODE - PSO
SPEC. YEAR - 2014
SUPPLIER ID. - 1
COUNTY/STATE - 76
DISTRICT NO. - XX

DATE SAMPLED - 10/05/21

DATE RECEIVED - 10/05/21
DATE TESTED =

145.578

OL EB
34 50 51.60
92 21 1.50
3.5
4.0
5.0

20212556

INFORMATION ONLY
146.021
OL EB

34 50 28.70
92 20 58.70



ARKANSAS STATE HIGHWAY AND TRANSPORTATION DEPARTMENT - LITTLE ROCK, ARKANSAS
MATERIALS DIVISION
JONATHAN A. ANNABLE, MATERIALS ENGINEER
*** SOIL SURVEY / PAVEMENT SOUNDING TEST REPORT ***

DATE - 10/06/21 SEQUENCE NO. - 40
JOB NUMBER - 012362A MATERIAL CODE - PSO
FEDERAL AID NO.- TO BE ASSIGNED SPEC. YEAR - 2014
PURPOSE - SOIL SURVEY SAMPLE SUPPLIER ID. - 1
SPEC. REMARKS - NO SPECIFICATION CHECK COUNTY/STATE - 76
SUPPLIER NAME - COUNTIES DISTRICT NO. - XX
NAME OF PROJECT - CONWAY-NORTH LITTLE ROCK (S)
PROJECT ENGINEER - NOT APPLICABLE
PIT/QUARRY - ARKANSAS
LOCATION - MULTIPLE COUNTIES DATE SAMPLED - 10/05/21
SAMPLED BY - THORNTON/BROWN/FAULKNER DATE RECEIVED - 10/05/21
SAMPLE FROM - TEST HOLE DATE TESTED -
MATERIAL DESC. - PAVEMENT SOUNDINGS ONLY
LAB NUMBER - 20212557 - 20212558 - 20212559
SAMPLE ID - = =
TEST STATUS - INFORMATION ONLY - INFORMATION ONLY - INFORMATION ONLY
STATION - 146.021 - 146.140 - 146.140
LOCATION - OS EB - OL WB - 0S WB
DEPTH IN FEET - ~ _
MAT'L COLOR - _ _
MAT'L TYPE - _ -
LATITUDE DEG-MIN-SEC - 34 50 28.70 = 34 50 28.80 - 34 50 28.80
LONGITUDE DEG-MIN-SEC - 92 20 58.70 92 20 55.80 92 20 55.80
% PASSING 2 IN. - - -
1 1/2 IN. - - =
3/4 IN. - - -
3/8 IN. - B B
NO. 4 - ~ ~
NO. 10 - - _
NO. 40 - - -
NO. 80 - - -
NO. 200 -

LIQUID LIMIT - = -
PLASTICITY INDEX = - -
AASHTO SOIL = -
UNIFIED SOIL —

% MOISTURE CONTENT -

ACHMSC (IN) - 3.0 = 1.5 . 3.0

ACHMSC (IN) - - - 0.5X - e

ACHMSC (IN) ~ e = 2.0 - --

ACHMBC (IN) 6.0 ~ 4.0 _ 4.0

ACHMSC (IN) _ --- D e _ 2.0
REMARKS - W=MULTIPLE LAYERS, X=STRIPPED

AASHTO TESTS : T24 T88 T89 T90 T265



AR ARKANSAS DEPARTMENT OF TRANSPORTATION
I ARDOT.gov | IDrive Arkansas.com | Lorie H. Tudor, P.E., Director

" ARKANSAS DEPARTMENT MATERIALS DIVISION
OF TRANSPORTATION 11301 West Baseline Road | P.0. Box 2261 | Little Rack, AR 72203-2261 | Phone: 501.560.2185 | Fax: 501.569.2368

July 26, 2021
TO: Division Head, Engineer of Systems Information and Research

SUBJECT: 012362
Conway — North Little Rock (S)
Route 40 Sections 32 & 33
Faulkner & Pulaski Counties

Attached are the pavement sounding results and core photographs for the above
referenced job. Photos of core holes and surface conditions are also included. In the photos
where the asphalt was unrecoverable the depth of the core is indicated on the tape measure.
Cores were taken at half mile increments in the inside lane along the crack that formed where the
third lane and old shoulder meet. Log miles are used in lieu of stations.

Severe wheel path cracking was observed throughout the project. Top down cracking
was observed in several cores. At several locations the bottom of the core was severely stripped
and only rock was recovered. Table 1 below lists the log mile of severe stripping.

Table 1 Locations of Severe Strippin

Log mile | Direction | Log mile | Direction | Log mile | Direction
128.5 East 135.0 West 142.0 West
129.0 East 135.5 East 143.0 | East & West
131.5 West 137.0 West 144.5 East
132.5 West 140.0 East 146.5 East
134.5 West 140.5 West

Jonathan A. Annable """“~—-./<

Materials Engineer
JAA:yz:bjj
Attachment
cc; Roadway Design
Construction — Master File Copy
District 6 Engineer
District 8 Engineer
G. C. File



ARKANSAS STATE HIGHWAY AND TRANSPORTATION DEPARTMENT - LITTLE ROCK, ARKANSAS
MATERIALS DIVISION
JONATHAN A. ANNABLE, MATERIALS ENGINEER
*** SOIL SURVEY / PAVEMENT SOUNDING TEST REPORT ***

DATE - 07/16/21 SEQUENCE NO. -1
JOB NUMBER - 012362 MATERIAL CODE - PSO
FEDERAL AID NO.- TO BE ASSIGNED SPEC. YEAR - 2014
PURPOSE - SOIL SURVEY SAMPLE SUPPLIER ID. - 1
SPEC. REMARKS - NO SPECIFICATION CHECK COUNTY/STATE - 76
SUPPLIER NAME - COUNTIES DISTRICT NO. - XX
NAME OF PROJECT - CONWAY - NORTH LITTLE ROCK (S)
PROJECT ENGINEER - NOT APPLICABLE
PIT/QUARRY - ARKANSAS
LOCATION - MULTIPLE COUNTIES DATE SAMPLED - 06/08/21
SAMPLED BY - THORNTON, MCKINNEY, HENDE DATE RECEIVED - 07/15/21
SAMPLE FROM - TEST HOLE DATE TESTED -
MATERIAL DESC. - PAVEMENT SOUNDINGS ONLY
LAB NUMBER - 20211662 - 20211663 - 20211664
SAMPLE ID - = -
TEST STATUS - INFORMATION ONLY - INFORMATION ONLY - INFORMATION ONLY
STATION - 127 - 127 = 12745
LOCATION - 15 LT EB ~ 15 RT WB - 15 LT EB

DEPTH IN FEET -
MAT'L COLOR - = =

MAT'L TYPE - - -
LATITUDE DEG-MIN-SEC - 35 5 20.00 - 35 05 20.80 - 35 4 59.50
LONGITUDE DEG-MIN-SEC - 92 25 12.00 92 25 12.30 92 24 52.30
$ PASSING 2 IN. - - ~
11/2 IN. - e -
3/4 IN. - - -
3/8 IN. - - -
NO. 4 - _ ~
NO. 10 - - -
NO. 40 -
NO. 80 - - -
NO. 200 -

LIQUID LIMIT - = -
PLASTICITY INDEX - - -
AASHTO SOIL = -

UNIFIED SOIL =

% MOISTURE CONTENT =

ACHMSC (IN) - 4.75W - 4.5 - 5.0

ACHMBC (IN) - 13.0W = 0.25X - 13.0

ACHMBC (IN) ~ -— = 12.75W - -—
REMARKS - W=MULTIPLE LAYERS, X=STRIPPED

AASHTO TESTS : T24 T88 T89 T90 T265



ARKANSAS STATE HIGHWAY AND TRANSPORTATION DEPARTMENT - LITTLE ROCK, ARKANSAS
MATERIALS DIVISION
JONATHAN A. ANNABLE, MATERIALS ENGINEER
**% SOIL SURVEY / PAVEMENT SOUNDING TEST REPORT ***

DATE - 07/20/21 SEQUENCE NO. - 2
JOB NUMBER - 012362 MATERIAL CODE - PSO
FEDERAL AID NO.- TO BE ASSIGNED SPEC. YEAR - 2014
PURPOSE - SOIL SURVEY SAMPLE SUPPLIER ID. - 1
SPEC. REMARKS - NO SPECIFICATION CHECK COUNTY/STATE - 76
SUPPLIER NAME - COUNTIES DISTRICT NO. - XX
NAME OF PROJECT - CONWAY - NORTH LITTLE ROCK (S)
PROJECT ENGINEER - NOT APPLICABLE
PIT/QUARRY - ARKANSAS
LOCATION - MULTIPLE COUNTIES DATE SAMPLED - 06/08/21
SAMPLED BY - THORNTON, MCKINNEY, HENDE DATE RECEIVED - 07/15/21
SAMPLE FROM - TEST HOLE DATE TESTED -
MATERIAL DESC. - PAVEMENT SOUNDINGS ONLY
LAB NUMBER - 20211665 - 20211666 - 20211667
SAMPLE ID - = -
TEST STATUS - INFORMATION ONLY - INFORMATION ONLY - INFORMATION ONLY
STATION - 127.5 - 128 - 128
LOCATION - 15 RT WB - 15 LT EB T 15 RT WB
DEPTH IN FEET - _ ~
MAT'L COLOR - _ _
MAT'L TYPE - _ _
LATITUDE DEG-MIN-SEC - 35 5 .30 - 35 04 34.40 - 35 4 35.20
LONGITUDE DEG-MIN-SEC - 92 24 52.40 92 24 52.40 92 24 51.60
$ PASSING 2 IN. - - =
1 1/2 IN. - = -
3/4 IN. - - -
3/8 IN. - - -
NO. 4 - ~ ~
NO. 10 - _ -
NO. 40 -
NO. 80 - - -
NO. 200 -

LIQUID LIMIT = - -
PLASTICITY INDEX = = -
AASHTO SOIL - -

UNIFIED SOIL -

% MOISTURE CONTENT -

ACHMSC (IN) - 6.5W - 5.5W - 2.0%

ACHMSC (IN) - -—- - - - 3.5W

ACHMBC (IN) ~ 2.5% - 10.5W - 0.50X

ACHMBC (IN) 6.75% 3.5% - 6.75

ACHMBC (IN) _ -—- 0.50 ~ -—-
REMARKS - W=MULTIPLE LAYERS, X=STRIPPED

AASHTO TESTS : T24 T88 T89 T90 T265



